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The following liste the produotion of VEB Maximilisnshuette Unterwellenbern
during Bep‘oombor 19551
1. Rz Iren |
Total ’ 36,719 tons
Inoluding! ‘ ‘
Foundry pig : 9,673 tons
Thomas pig 26 767 tons
Splegeleisen 12,5 to 19% Mn 2'79 tons
2. Eleotrio Steed
Total - 3,986 tons
Inoludings
Mn steel 3,782 tons
Chrome nickel steel 94 tons
V=Mo steel 47 tons
Ball-bearing steel 26 tons
Turbine steel 1 tons
Knife steel 10 tons
Special steels 13 tons
3. Thomas Steel 23,15/ tons
4. Rolling-Mill Products
Total ‘ ' 31,268 tons
Including:
Girders, U and T profiles 10,461 tons
Steel plates 5,236 tons
Steel billets 2,878 tons
Rails 3,755 tons
Narrow-gauge rails 1,048 tons
Rough sheet 4,267 tons
Fine-rolled iron 3,623 tons l
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5. Percentage of Rejects
Rails 31,48
Rolling mill products 16.1%
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1@%* The plant's 4
H -produetion during Sevtember fell off
ecause one of the furnaces in the rolling mill Was not been in operation..

25X1

25X1

Approved For Release 2008/10/06 : CIA-RDP80-00810A008500950002-5



